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Electron beam melting (EBM) is a powder bed additive manufacturing process where a powder
material is melted selectively in a layer-by-layer approach using an electron beam. EBM has
some unique features during the manufacture of components with high-performance superalloys
that are commonly used in gas turbines such as Alloy 718. EBM has a high deposition rate due
to its high beam energy and speed, comparatively low residual stresses, and limited problems
with oxidation. However, due to the layer-by-layer melting approach and high powder bed
temperature, the as-built EBM Alloy 718 exhibits a microstructural gradient starting from the
top of the sample. In this study, we conducted modeling to obtain a deeper understanding of
microstructural development during EBM and the homogenization that occurs during
manufacturing with Alloy 718. A multicomponent phase-field modeling approach was
combined with transformation kinetic modeling to predict the microstructural gradient and
the results were compared with experimental observations. In particular, we investigated the
segregation of elements during solidification and the subsequent ‘‘in situ’’ homogenization heat
treatment at the elevated powder bed temperature. The predicted elemental composition was
then used for thermodynamic modeling to predict the changes in the continuous cooling
transformation and time–temperature transformation diagrams for Alloy 718, which helped to
explain the observed phase evolution within the microstructure. The results indicate that the
proposed approach can be employed as a valuable tool for understanding processes and for
process development, including post-heat treatments.
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I. INTRODUCTION

RECENTLY, powder bed additive manufacturing
(AM) has attracted great interest from the manufactur-
ing industries and research community because of its
capacity to produce near net shape structures with
complex geometries, which cannot be manufactured

with traditional methods. Among the powder bed
manufacturing processes, electron beam melting
(EBM) process has attracted more attention because if
its relatively higher productivity due to the high beam
speed and high beam power density. In addition, the
EBM operation occurs at a high temperature in a
vacuum environment, which creates less residual stress
and less oxidation in the component obtained.[1] These
features are beneficial for the manufacture of the critical
components used in aerospace applications and gas
turbine engines.
Nickel-based superalloys are among the most impor-

tant alloys used in aerospace applications and gas
turbine engines because of their high-temperature
strength, high resistance to creep deformation, and
corrosion resistance.[2,3] Among these superalloys, Alloy
718 is one of the most widely used nickel-iron-based
superalloys and it is suitable for AM processes because
of its good weldability due to the sluggish precipitation
of the main strengthening phase c¢¢.[4] The microstruc-
ture of Alloy 718 is dominated by an austenitic c fcc
matrix. Precipitates such as Laves, c¢/c¢¢, and d phases,
and various metallic carbides and nitrides can be found
within the matrix. The formation of the Laves phase is
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usually observed in the interdendritic region due to the
segregation of the elements. The complete microstruc-
ture, including the phases present as well as their
distribution, morphology, and orientation, is mainly
related to the primary manufacturing technology
employed and the subsequent post-processing condi-
tions. Heat treatments are commonly used to tailor the
microstructure of Alloy 718 to obtain the desired
properties required for the application.

Due to the inherent features of the layer-by-layer
manufacturing approach, the microstructure of Alloy
718 after the EBM process exhibits a gradient along the
build direction.[5,6] During the melting process, the
powder material is melted and it then solidifies, thereby
leading to the formation of different phases, as men-
tioned earlier. As the subsequent layers are built, the
solidified structure gradually undergoes ‘‘in situ’’ heat
treatment due to the elevated powder bed temperature
(> 1000 �C for Alloy 718) in the EBM process. The time
that a specific layer undergoes this ‘‘in situ’’ heat
treatment changes according to the height of the object
under construction, which creates a gradient in the
microstructure from the top to the bottom of the
sample.

In this study, we modeled the microstructure using the
multiphase-field method and the transformation kinetics
were determined to understand the formation of the
microstructural gradient in Alloy 718 samples produced
using EBM. First, the solidified microstructure was
modeled and the model was then used to simulate the
‘‘in situ’’ heat treatment in order to observe the changes
in the alloy composition and any subsequent phase
changes. The results were compared with experimental
observations.

II. EXPERIMENTAL

A plasma atomized powder (nominal size ranges from
25 to 106 lm) supplied by Arcam AB was used to
manufacture the Alloy 718 samples in this study. The
chemical composition of the powder is shown in Table I.

An Arcam A2X EBM system was used to manufacture
the samples with the standard settings for Alloy 718
(listed in Table II). The manufacturing process started
after the powder bed was pre-heated to about 1020 �C
(measured under the base plate) and this temperature
was maintained throughout the whole process. Each
deposition cycle comprised (1) pre-heating the current
powder layer, (2) contour melting the frame for the
build, (3) hatch melting the interior of the build and
rotating about 65� from the previous scanning vector,
(4) post-heating the current layer, and (5) lowering down
the powder bed and raking new powder to form a
uniform layer measuring 75 lm for the next cycle. In
each batch, 16 identical-sized blocks were fabricated and
the dimension of each block was approximately 35 mm
(length) 9 10 mm (width) 9 33 mm (height).
Cross-sections parallel to the build direction were

examined at different heights from the top surface in
order to characterize the microstructural gradient.
Samples were mounted, mechanically ground succes-
sively from 500 grit to 4000 grit, and polished with a
diamond suspension from 3 to 1/4 lm, and then finally
with OP-U colloidal silica suspension. A Hitachi SU70
FEG scanning electron microscope (SEM) that operated
at an accelerating voltage of 20 kV, which was equipped
with an energy dispersive X-ray spectroscopy system,
was employed to determine the microstructural features
and chemical compositions. In order to calculate the
volume fraction of the Laves phase, SEM images were
converted into binary images using the ImageJ program,
before distinguishing the contrast between the matrix
and Laves + NbC phases. Electron probe microscopic
analysis was performed using a JEOL JXA-8500F
system with samples that were cut normal to the build
direction.

III. MODELING

A. MICRESS and the Governing Equation

The phase-field method was employed to model the
evolution of the microstructure. This method has been
used widely during the last two decades to simulate the
microstructural evolution of materials.[7,8] The advan-
tage of the phase-field method is that there is no need to
track the interface, unlike the classical sharp interface
modeling methods. An order parameter is introduced
that varies smoothly between two phases, and thus the

Table I. Nominal Chemical Composition of the Raw Powder

and the Nominal Composition Used for the Phase-Field

Simulation

Element (Weight Percent) Measured Simulation

Ni bal. bal.
Cr 19.1 19.1
Fe 18.5 18.5
Nb 5.04 5.04
Mo 2.95 2.95
Co 0.07 —
Ti 0.91 0.91
Al 0.58 0.58
Mn 0.05 —
Si 0.13 —
Cu 0.1 —
C 0.035 —
N 0.0128 —

Table II. Main Parameters of the Arcam Standard
Parameters for Alloy 718 (Theam Name-‘‘Inconel 718 Melt

75 lm V3’’)

Parameter Value

Hatch-current max (mA) 18
Hatch-scan speed (m/s) automatic (scan function 63)
Hatch-line offset (mm) 0.125
Pre-heating temperature (�C) 1025
Layer thickness (lm) 75
Electron beam power (W) 3000
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interface is part of the solution in the phase-field
method.

Our simulations were performed using the commer-
cially available phase-field modeling software
MICRESS (version 6.400, Access e.V., Aachen, Ger-
many). MICRESS is based on the multiphase-field
approach.[9,10] The multiphase-field theory describes
the evolution of multiple phase-field parameters
/a¼1;2;...;v ¼ ð~x; tÞ (with the constraint

Pv
a¼1 /a ¼ 1) in

space and time, which represent the spatial distribution
of multiple phases with different thermodynamic prop-
erties and/or multiple grains with different orientations.
The phase-field parameter, /a takes a value of 1 if phase
a is present locally and a value of 0 if the phase is not
present locally. At the interface of the phase a, /a will
vary smoothly from 0 to 1 over the interface thickness
(g). The time evolution of /a is calculated using the free
energy functional, F, which integrates the density
functional, f, over the domain X.

F f/ag; f~Cag
� �

¼
Z

X

fðf/ag; f~CagÞ; ½1�

where the brackets, {}, represent all phases of a, and
not an individual a. The density functional, f, depends
on the interface energy density, fint, and chemical free
energy, fchem, and thus it can be written as follows:

f ¼ fintff/ag þ fchemff/ag; f~Cagg; ½2�
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r
ab
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� g2
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where r0ab represents the interfacial energy of the
interface between a and b. v is the total number of local
coexisting phases. The term arab represents the aniso-

tropy function for the interfacial stiffness.[11] In 2D, for
cubic crystal systems, this function takes the form
arab ¼ 1� dr cosð4hÞ.[12]

The multiphase-field equation defining the time evo-
lution of /a ¼ ð~x; tÞ in multiple phase transformations is
derived by minimizing the total free energy, F, according
to a relaxation principle.

_/a ¼
Xv

b 6¼a

Maba
M
ab

dF
d/b

� dF
d/a

 !
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Here Mab is the mobility of the a and b interface. The
term aMab represents the anisotropy function for the

interfacial mobility.[11] In 2D, for cubic crystal systems,
this function takes the form aMab ¼ 1þ dM cosð4hÞ.[12]

The general version of the evolution equation includ-
ing the anisotropy can be written as follows.
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where Ka
ab is related to the local curvature of the

interface and Jabc relates to the third-order junction
forces.
However, more simplified version of the Jabc term is

implemented in MCRESS neglecting the higher order
terms as follows.

Jabc ¼
2

v

1

2
r0bca

r
bc � r0aca

r
ac

� � p2

g2
/c þr2/c

� �	 �

: ½9�

The interface motion depends on the curvature contri-
bution, ðrabKabÞ, but also on the thermodynamic driv-

ing force, DGab
~C;T
� �

. This driving force depends on

the temperature, T, and the local multicomponent

composition, ~C, which couples the phase-field equation
to the multiphase diffusion equations:

_~C ¼ r
Xv

a¼1

/a
~Dar~Ca ½10�

~C ¼
Xv

a¼1

/a
~Ca; ½11�
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where ~Da represents the multicomponent diffusion

coefficient matrix for the phase a. DGab
~C;T
� �

and ~Da

are calculated by direct coupling to the thermodynamic
(TCNI8) and mobility (MOBNI4) databases via the
TQ-interface in Thermo-Calc Software.[13] The driving

force, DGab
~C;T
� �

, is calculated based on the quasi-

equilibrium approach with the combination of mass
balance condition. For detail information, reader is
advised to refer.[10,11]

B. Model Setup in MICRESS and Assumptions

Two-dimensional (2D) multiphase-field simulations
were conducted in the present study. The 2D domain
selected was normal to the build direction of the EBM
sample. Therefore, the domain had an isothermal cross
section and it was normal to the primary dendrite
growth direction. The unit cell approach proposed by
Warnken et al.[14] was employed, where the edge length
of the unit cell was given by primary dendrite arm
spacing (PDAS) and the unit cell contained one repre-
sentative dendrite. Therefore, we considered a unit cell
size of 6 lm 9 6 lm (the PDAS was measured exper-
imentally based on SEM images) with a grid spacing of
0.025 lm for the EBM solidification simulation. Alloy
718 was modeled as a seven-component system with the
composition shown in Table I. This simplifying assump-
tion reduced the computational effort required to
calculate the thermodynamic and mobility data. Both
of these types of data were dynamically extracted from
the TCNI8 and MOBNI4 databases by Thermo-Calc. In
addition, we considered the full multicomponent diffu-
sion matrix based on the local composition values.

The simulation started from a complete liquid state
with the composition in Table I. The c phase nucleation
seed was placed at the center of the domain. Measuring
the cooling rate of the EBM process is rather difficult
due to the inherent nature of the process. Therefore, a
value of 2000 K/s was assumed for the simulation,
which is in the range of the cooling rate values reported
for EBM Alloy 718.[6] Periodic boundary conditions
were assigned at the boundaries of the simulated
domain.

During the solidification process, various phases such
as TiN, MC, and Laves phases begin to precipitate from
the liquid.[4] However, in the present study, we only
considered the formation of the Laves phase. This
simplifying assumption reduced the complexity of the
model and the computational effort required. However,
TiN and MC could not be modeled because the
simplified alloy system did not contain N and C. This
simplification can be justified as follows.

I. The N and C proportions (wt pct) in the alloy
were comparatively low compared with those of
the other major elements.

II. The observed volume fractions of nitrides and
carbides were very low in the microstructure.
Therefore, the consumption of Ti and Nb during
the formation of nitrides and carbides was not

significant and it did not significantly influence
the formation of the other phases.

III. The abundances of carbides and nitrides did not
vary significantly throughout the build height of
the sample.

In addition, the formation of the strengthening phases,

c¢/c¢¢, was not modeled. A very small grid resolution

(typically in the rage of 1 nm) is required in order to

capture the formation of these nano-scale precipitates,

thereby demanding greater computational effort.
The modeled Laves phase was allowed to nucleate at

the liquid–c interface. In order to simulate the eutectic
formation of Laves + c, the nucleation site for eutectic
c was allowed to form at the liquid–Laves interface. For
both types of nucleation, a critical undercooling value of
2 K was set. To simplify the simulation, only the liquid/c
interface was modeled as an anisotropic interface with
cubic crystal anisotropy.[15] The parameters used in the
simulations are summarized in Table III.
According to the thermocouple measurements (see

Figure 1) obtained from the bottom of the base plate in
the EBM system, the temperature of the base plate was
around 1020 �C throughout the build time. We assumed
that the entire build volume was in isothermal equilib-
rium with the thermocouple at this temperature during
the process. This ‘‘in situ’’ heat treatment changed the
solidified microstructure. Therefore, the heat treatment
simulation was performed at 1020 �C in order to
observe its effects on the solidified microstructure. The
microstructure obtained from the solidification simula-
tion (solidified microstructure) was used as the initial
microstructure for the in situ heat treatment simulation.
The homogenization behavior observed in the EBM

solidified microstructure in the simulations and exper-
iments was more rapid than the homogenization behav-
ior observed in the cast Alloy 718. Therefore, for
comparative purposes, the hypothetical cast microstruc-
ture formation and subsequent homogenization heat
treatment were modeled in a similar manner. A PDAS
of 100 lm was selected for the cast solidification
microstructure simulations.[16] Therefore, the domain
size was 100 lm 9 100 lm with a grid resolution of
0.5 lm. A cooling rate of 1 K/s was employed.[16] For
the homogenization heat treatment, a temperature value
of 1100 �C was used according to AMS5383E.[17]

C. Calculation of Continuous Cooling Transformation
(CCT) and Time–Temperature Transformation (TTT)
Diagrams Using JMatPro

The c¢/c¢¢ and d phase precipitation processes were not
modeled in the multiphase-field simulations. However,
in order to observe their kinetic behavior during
precipitation due to element segregation, CCT diagrams
were generated using the JMatPro (ver10.2) material
modeling software package.[18] The nominal alloy com-
position and the segregated compositions predicted by
the multiphase-field simulations were utilized in these
simulations.
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IV. RESULTS AND DISCUSSION

A. Experimental Results: ‘‘In Situ’’ Homogenization
and Phase Formation

In the following, we present the experimental results
obtained from the microstructural observations that
were most relevant for the modeling and validation
studies. Detailed information regarding the microstruc-
tural characterization process and the results obtained
were published previously.[19]

Experimental examinations of the microstructure of
the sample clearly indicated the presence of a
microstructure gradient along the build direction as
well as from the dendrite core to the interdendritic
region. This gradient along the build direction was
visible when observing the bright particles in the
interdendritic regions of the microstructure, as shown
in Figure 2. These particles were confirmed as the Laves
phase and NbC/(Nb,Ti)(C,N) according to transmission
electron microscopy (TEM) analysis. The area fractions
of these phases were measured by image analysis in
order to determine the evolution of the gradients of
these phases. The measured Laves+NbC/(Nb,Ti)(C,N)
volume fractions are shown in Figure 3. In the area
close to the top surface of the sample, a low volume
fraction of Laves+NbC/(Nb,Ti)(C,N) was observed.

However, the peak volume fraction was found at a
depth of around 150 lm. Kirka et al. [6] showed that
melting current layer of the powder material in the EBM
process will lead to re-melting of the top two layers
below the current layer that is added. Therefore, the
225 lm layer from the top of the sample can be
considered as the ‘‘solidified’’ region without further
re-melting. In the ‘‘solidified’’ region, the amount of
Laves+NbC/(Nb,Ti)(C,N) phases decreased when
moving closer to the top surface, which could be
attributed to the change in the solidification velocity of
the melt pool. Raghavan et al. [20] showed that the initial
solidification velocity is relatively lower during the
solidification of the melt pool in the EBM process.
When the solidification velocity is low and it is lower
that the element diffusion velocity, the elements will
have sufficient time to partition and segregate into the
interdendritic region. However, the solidification veloc-
ity was shown to increase towards the end of the
solidification of the melt pool. As the solidification
velocity increases, more elements are increasingly
trapped inside the dendrite,[21] which results in less
element segregation in the interdendritic region, thereby
reducing the formation of Laves+NbC/(Nb,Ti)(C,N).
It should be noted that this phenomenon was not
modeled in the present study.
According to the temperature measurements shown in

Figure 1, we expected that the powder bed temperature
remained above 1020 �C throughout the building of the

Table III. Summery of the Model Parameters

EBM As cast

Domain size 6 lm 9 6 lm 100 lm 9 100 lm
Grid resolution (Dx) 0.025 lm 0.5 lm
Interface thickness (g) 3ÆDx 2.5ÆDx
Cooling Rate (K/s) 2000 1
Initial undercooling for c*�(K) 11 6
Interface energy liquid/c (J/cm2) 1.2E�05[8]

Anisotropic interfacial stiffness coefficient ðdrÞ*-liquid/c 0.2
Anisotropic interfacial mobility coefficient (ðdMÞ*-liquid/c 0.2
Assumed interface energy liquid/laves (J/cm2) 6E�06
Assumed interface energy c/laves (J/cm2) 5E�06

*Values were selected based on trial and error approach to get the desired dendrite morphology.
�The two different initial undercooling values are due to the two different initial nucleation size (due to the different resolution of the models) for

the c phase.

Fig. 1—Thermocouple measurement from the bottom of the build
plate.

Fig. 2—Laves + NbC/(Nb,Ti)(C,N) phases morphology at different
distance from the top surface.
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samples. Therefore, this elevated temperature acted as
an ‘‘in situ’’ heat treatment and changed the ‘‘solidified’’
microstructure. The effect of this ‘‘in situ’’ heat treat-
ment on the ‘‘solidified’’ microstructure was evident
when moving away from the peak location for the
Laves+NbC/(Nb,Ti)(C,N) phase, as shown in
Figure 3. The volume fraction of the Laves + NbC/
(Nb,Ti)(C,N) phase started to decrease gradually as the
distance increased, which can be attributed directly to
the dissolution of the Laves phase during the ‘‘in situ’’
heat treatment. Due to their high stability, NbC/
(Nb,Ti)(C,N) were not affected by the ‘‘in situ’’ heat
treatment, and thus their volume fractions were
expected to remain unchanged with the build height.
The Laves phase was no longer visible at a depth of
~ 1800 lm from the top surface and it was expected to
be fully dissolved. This distance of 1800 lm is roughly
around the 30th layer counting from the top of the build
sample. Considering the total build time and the total
number of layers, we estimated that the 30th layer was
exposed to ‘‘in situ’’ heat treatment at a time of roughly
40 minutes.

Nb is considered to be one of the most important
alloying elements in Alloy 718.[22,23] The formation of
phases such as c¢/c¢¢, Laves, and d is directly related to
the level of Nb in the microstructure.[22] Nb is also the
most severely segregated element in the microstructure
of Alloy 718, and thus it is relatively easy to measure its
segregation. Figure 3 shows the variation in the pro-
portion of Nb (Nb wt pct) at the center of the dendrite
core as a function of the distance from the top surface of
the sample. The changes in Nb wt pct exhibited the

opposite relationship to the variations in the Laves+
NbC/(Nb,Ti)(C,N) volume fractions, thereby indicating
that the Nb trapped inside the Laves phase in the
‘‘solidified’’ microstructure was released and it diffused
back into the dendrite core as a consequence of the
‘‘in situ’’ heat treatment. At a distance of ~ 1800 lm
from the top surface, the Nb wt pct in the dendrite core
was similar to the nominal composition of the powder
material used in this study, which indicates that the
‘‘solidified’’ microstructure tended to homogenize dur-
ing the 40-min ‘‘in situ’’ heat treatment.

B. Phase-Field Solidification Simulation Results of EBM
alloy 718 and Cast Alloy 718

During the solidification of Alloy 718, elements such
as Nb, Mo, and Ti will segregate into the interdendritic
region due to the low solubility of these elements in the
c-matrix.[22] This elemental segregation leads to the
formation of phases such as Laves, d, NbC, and TiN. In
addition, the depletion of these elements in the c-matrix
will affect the precipitation kinetics for the strengthening
phases (which we illustrate later using CCT diagrams
generated by JMatPro). Figure 4 shows the distribution
maps obtained for Nb, Fe, and Ti based on the
solidification simulation for EBM Alloy 718, which
demonstrates that Nb and Ti were depleted inside the
dendrite but enriched in the interdendritic region,
whereas Fe exhibited the opposite variation. This
discrepancy was due to the different partition coeffi-
cients of Nb, Ti, and Fe in the alloy system. The
segregation of elements during solidification modified

Fig. 3—Measured Laves + NbC/(Nb,Ti)(C,N) volume fraction and Nb wt pct in the dendrite core from top surface of the sample. Shaded areas
represent the possible last-solidified region without subjecting to ‘‘in situ’’ heat treatment.
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the local thermodynamics and created the necessary
driving force to form the Laves phase in the interden-
dritic region. Figure 5 shows the distribution map

obtained for Nb at the end of the cast simulation,
where the observed segregation behavior of the elements
was similar to the EBM microstructure. The size of the
Laves phase particles in the cast microstructure was
larger than that in the EBM microstructure, which was
related to the larger length solidification scale in the cast
microstructure.
Table IV shows the compositions measured at the

dendrite core and the Laves phase in both the
phase-field model and the actual sample’s microstruc-
ture. In the Laves phase, the amounts of Nb and Mo
obtained by phase-field modeling differed considerably
compared with the values measured in the composition
of the EBM sample. These high Nb and low Mo values
could be explained by errors in the TCNI8 database. A
simple Scheil simulation was performed using Thermo-
Calc (using TCNI8 and MOBNI4 databases) to check
the Nb and Mo contents of the Laves phase from the
start of its formation. In Scheil simulation, it also
predicted around 41 wt pct Nb and 0.7 wt pct Mo.
According to the Thermo-Calc company, no parameters
in the TCNI8 database have been assessed for the
Cr-Nb-Mo system, which could have led to the high and
low solubilities for Nb and Mo in the Laves phase,
respectively.

Fig. 4—Nb, Fe, and Ti, distribution maps at the end of the solidification of EBM Alloy 718.

Fig. 5—Nb distribution maps at the end of the solidification of cast
Alloy 718 simulation. Line AB was used to do the virtual EDX on
the modeled microstructure.
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C. Homogenization Behavior of EBM Alloy 718
and Cast Alloy 718

The homogenization heat treatments for Alloy 718
cast products are usually performed at a high temper-
ature (> 1090 �C) for a sufficient time (> 1 hours) until
the Laves phase dissolve.[22] The Laves phase contains a
high amount of Nb, so dissolution of the Laves phase is
important for redistributing the trapped Nb, which is
needed to form the strengthening phases. Nonetheless,
even if the Laves dissolves, obtaining a homogeneous
distribution of elements in the microstructure is not
economically viable.[22] However, as mentioned above,
the observed homogenization of the elements in the
microstructure of the EBM Alloy 718 samples occurred
rather quickly (~ 40 minutes) during the ‘‘in situ’’ heat
treatment in the build process.

Figure 6 shows the elemental distributions of Nb, Fe,
and Ti along the line AB (the line AB is shown in
Figure 4) in the EBM Alloy 718 at the end of the
solidification simulation (‘‘as built’’) and during the
‘‘in situ’’ heat treatment simulation. The segregated
elements in the as-built condition tended to homogenize
after 40 minutes during the ‘‘in situ’’ heat treatment at
around 1020 �C. Both Nb and Ti exhibited very low
segregation after 40 minutes, whereas some segregation
of Fe was still observed. This segregation is expected to
be reduced by further ‘‘in situ’’ heat treatment and the
microstructure is expected to reach its nominal
composition.

However, the heat treatment simulation of the cast
microstructure did not indicate the same homogeniza-
tion compared with the EBM microstructure, as shown
in Figure 7. Some of the Laves phase still remained at
the end of the heat treatment simulation for the cast
microstructure. By contrast, complete dissolution of the
Laves phase was achieved in the heat treatment simu-
lation of the EBM microstructure, which could have
been related to the smaller size of the Laves phase
particles in the EBM sample compared with the cast
Alloy 718. Smaller particles will dissolve in a shorter
time than larger particles. Another reason for the
relatively rapid homogenization in the EBM microstruc-
ture is the smaller PDAS because the microstructure
obtained in the EBM process will have a relatively
smaller (~one order of magnitude smaller) PDAS
compared with cast products. This difference will lead
to segregation at a finer scale and a smaller diffusion
length for the elements. As a consequence, EBM
microstructures will tend to homogenize more rapidly
compared with cast microstructures. It has been has

Fig. 6—Nb, Fe, and Ti variation along the ‘‘AB’’ virtual EDX line
in the EBM microstructure-simulated domain.

Table IV. Composition Measured in the Dendrite Core and Laves Phase Both from Phase-Field Model and Real Sample

Al Ti Cr Nb Fe Mo

Laves Model 0.16 0.32 15.32 40.85 17.72 0.88
EPMA Average 0.20 0.86 14.33 28.52 13.36 6.87

Standard deviation 0.06 0.05 0.92 1.37 0.24 0.35
Dendrite core Model 0.56 0.57 19.71 2.41 19.91 2.49

EPMA Average 0.57 0.77 20.03 3.38 19.97 2.57
Standard deviation 0.04 0.07 0.19 0.13 0.18 0.12
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shown that other AM processes such as laser metal
directed energy deposition and selective laser melting of
Alloy 718 resulted PDAS values with a similar order of
magnitude to EBM,[8,24] which indicates that the segre-
gated microstructures produced in these processes can
be homogenized rather rapidly compared with cast
products. This difference could facilitate the design of
new heat treatment protocols for AM microstructures.

D. Change in Precipitation Kinetics of Phases
in the Microstructure

The precipitation kinetics of an alloy depend on the
local composition levels. The local composition of the
microstructure in Alloy 718 differs from its nominal
composition value because of the segregation of the
elements during solidification. A segregated microstruc-
ture behaves in a different manner compared with a
microstructure in the nominal composition of the same
alloy,[25] which is illustrated based on the CCT diagrams
obtained (as explained in Section III–C) for Alloy 718 in
the following.

As mentioned above, during the building of the
sample, the temperature of the build volume was around
1020 �C or above. This temperature is greater than the
solvus temperature for c¢/c¢¢ and around the solvus
temperature for d,[26,27] which implies that the formation
of these phases could have occurred during the cooling
stage of the build process. After the last layer was built,
helium gas was blown in to cool the build chamber, as
shown by the thermocouple measurements in Figure 1.
During the cooling process, the temperature dropped
through the precipitation temperature ranges for c¢/c¢¢
and d.

In the ‘‘solidified’’ microstructure of the EBM sample,
relatively higher amounts of c¢/c¢¢ and d were observed
close to the Laves phase. The density of these precip-
itates decayed when moving away from the Laves phase,
as shown in Figure 8. Similar observations were
reported previously for Alloy 718 built by direct laser
additive manufacturing.[28] We produced CCT diagrams
using JMatPro for compositions close to the Laves
phase and in the dendrite core based on phase-field

simulations in order to explain the observed gradient in
the precipitates. As shown in Figure 9, the precipitation
kinetics were altered due to the change in the local
composition, where c¢/c¢¢ and d precipitated much earlier
close to the Laves phase (more than an order of
magnitude in time) compared with the core of the
dendrite. The accelerated kinetics with the combination
of change in local equilibrium conditions due to the
local change in the composition, led to a higher density
of the c¢/c¢¢ and d phases close to the Laves phase. Due
to the lower density of c¢/c¢¢ in the dendrite core of the
‘‘solidified’’ microstructure, the hardness measured in
the dendrite core was expected to be low compared with
that in the interdendritic region.
Figure 10 shows the CCT curves obtained based on

the nominal composition of the alloy and the dendrite
core composition of the ‘‘solidified microstructure. As
the ‘‘in situ’’ heat treatment progressed, the elemental
segregation in the ‘‘solidified’’ microstructure became

Fig. 7—Nb variation along the ‘‘AB’’ virtual EDX line in the cast
microstructure-simulated domain.

Fig. 8—SEM that shows the Laves phase and precipitation around
it. (Image has been taken from a section Normal to the Build
direction). It should be noted that c¢/c¢¢ precipitates close to the
Laves phase have been mainly observed through TEM analysis
work. Ref. [19] for more information about the TEM work.

Fig. 9—CCT diagram created using JMatPro. Dotted line represents
the 0.5 pct transformation close to Laves phase and solid line
represent 0.5 pct transformation in the dendrite core. The cooling
curve has been created from the thermocouple measurement in the
cooling stage in Fig. 1.
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more homogeneous and reached the nominal values.
Therefore, the CCT curves generated based on the
nominal composition can be used to describe the
homogenized part of the microstructure of the sample
(below 1800 lm from the top of the surface). According
to Figure 10, the c¢/c’’ particles precipitated earlier and
increased in size more rapidly in the homogenized part
of the sample compared with the dendrite core of the
‘‘solidified’’ microstructure. Therefore, the hardness was
higher in the homogenized part of the microstructure
compared with the dendrite core of the ‘‘solidified’’
microstructure. This prediction was confirmed by pre-
viously reported hardness observations.[19]

According to the CCT curves obtained for c¢ and c¢, as
shown in Figure 9, c¢ started to precipitate earlier than
c¢¢. However, the CCT curves obtained for the nominal
composition of the alloy (see Figure 10) showed that the
precipitation of c¢¢ occurred earlier than that of c¢. A
similar accelerated precipitation of c¢ before that of c¢¢
was reported previously [29] for Ni-Cr-Fe alloys with
compositions approximating that of Alloy 718. This
phenomenon is linked to high Ti + Al/Nb ratios [29] and
in the present study, this ratio was around 1.03 and 2.35
for the nominal and interdendritic compositions, respec-
tively, which could have accelerated the precipitation of
c¢ before that of c¢¢ in the interdendritic region.
However, no experimental research has been performed
to confirm the results obtained in the present study.

V. CONCLUSION

In this study, we investigated the microstructural
evolution during EBM of Alloy 718 by microstructure
modeling. Multiphase-field modeling and precipitation
kinetics modeling using JMatPro were also conducted.
We provided the following conclusions based on the
results.

The as-built microstructure of the EBM Alloy 718
exhibited a microstructure gradient from the top to the
bottom of the sample.

� The high bed temperature during production
resulted in an ‘‘in situ’’ heat treatment, which had
a homogenization effect on the solidified
microstructure.

� Due to the smaller PDAS and relatively low Laves
phase size, EBM Alloy 718 exhibited more rapid
homogenization compared with the cast or wrought
material, which may facilitate the design of specific
heat treatment protocols for EBM printed Alloy
718.

� The segregation of the alloying elements into the
interdendritic region (close to the Laves phase)
changed the precipitation kinetics of the alloy and
led to the formation of high amounts of c¢/c¢¢ and d
in this region compared with the dendritic core.

� This combined approach based on multiphase-field
modeling using MICRESS and transformation
kinetic modeling using JMatPro is a viable method
for obtaining insights into microstructural formation
during the additive manufacturing of nickel-based
superalloys and subsequent heat treatments.
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